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PR()DUCT BULLETIN COVER-TEX BULLETIN NO: J-5303 
DRYWALL. ACCESSORY VIALL TEXTURE D.A.TE: 11/24/75 
PRUDUCTS 

(\ NON-ASBESIOS PAGE: 1 of 2 

APPROVALS: 

c.~~ 
PRODUCING PLANT: CANCELS: J-5303 

~~ Y<-cPu ~ SEATTLE DATE: 6/3/74 I /' / .-
;>" 

v .L -
BULLETIN DESCRIPTION % POUNDS. GALLONS 

220 Whiting 44.CY7 1000 

442 Talc 22.04 500 

247 Sericite -Mica usn . 17.63 400 

056 V/yogel Clay 2.20 50 

21.5 Methocel 228 0,5J 12 

45J Preservative .)<><-" i~ ,j- O.lJ J 

489 Wollastonite 8.82 200 

446 Titanium Pigment 1.10 25 

435 Casein 1.10 25 

102 Diammonium Phosphate 0,18 4 

022 Ammonium Biborate 0.18 •4 

430 Sodium Tripolyphosphate O.lJ J 

4J6 Staramic 747 S t/4/i!.Ci-L l.J2 30 
• 

164 Glyoxal 80% 0.13 3 

166 Hamaco 277 .S T/9L.C.II 0.44 10 

282 · PPrceLKasm" . o{ 0.12 

TOTAL 100 00 2269 

MANUEAQI\lllltlQ Itlili!l!!QIIill::l!.l: , .. 
1. Mixing time shall be 8 minutes minimum and 12 minutes maximum. 
2. Blank out asbestos caution. 

' 
C.Wil.ITY CotiThJL: • 

TM-lA Viscosity, 100 gm cone @ 5 sec., 
200 gm per 150 cc water . ' J5 to 45 mm 

TM-JA Bend Equal to Standard 
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